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Preliminary Draft - Introduction
ARB 2001 Architectural Coatings Survey

In early 2001, the Air Resources Board (ARB) staff began working with the
architectural coatings industry to develop a survey of architectural coatings sold
in California during calendar year 2000. The last such ARB survey was
conducted in 1998 to compile data from calendar year 1996. In July 2001, the
ARB sent out the survey to approximately 700 companies. Roughly half of the
companies did not submit data because of the following reasons: they didn’t
manufacture architectural coatings; they didn’t have any sales of architectural
coatings in California during 2000; or their sales were being reported by another
company. A total of 183 companies submitted data and approximately one-
quarter of the companies surveyed did not respond.

The 2001 survey effort gathered several new types of data that greatly improved
ARB’s ability to validate the quality of the data submitted. These new data
included the following:

— product names and codes

— weight percentages (solids, volatiles, water, exempt compounds)

— volume percentages (solids, water, exempt compounds)

— substrate descriptions

— resin types

The preliminary draft data include summaries of sales, emissions, ingredients,
and physical property information. The data have been screened to protect the
confidentiality of the respondents. Specifically, sales quantities are only shown if
three or more companies submitted survey data. In this way, one company
cannot determine another company’s sales simply by knowing their own sales for
a particular category.

The information presented in this preliminary draft will be expanded to provide a
more complete presentation of the survey data in a forthcoming draft report. In
addition, the draft survey report will include more detailed data, including
information on substrates, resins, and petroleum distillates. Please submit any
comments on this preliminary draft by December 16, 2002 to:

Monique Davis
mdavis@arb.ca.qov

Phone: 916-324-8182

FAX: 916-324-8026

ARB

Stationary Source Division
Measures Assessment Branch
1001 | Street, P.O. Box 2815
Sacramento, CA 95812

1 16-Oct-02
WCLUSTER_USERSC_SERVER\USERSC\SSD\BRANCH\MAB\SHARED\COATINGS\2001 Survey\Draft Report\Draft
Text 01.doc



PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 1

Summary Data: CA Sales in 2000 (gallons)

Coating Category 2000 Sales (gals)
Total | s8] WB % SB | % WB| % Int | % Ext | % Dual

Antenna PD PD PD PD PD 0 100 0
Antifouling NA NA NA NA NA

Bituminous Roof 3,245,397 1,608,033 1,637,364 50 50 0 100 0
Bituminous Roof Primer 170,520 69,993 100,527 41 59 0 94 6
Bond Breakers 93,896 0 93,896 0 100 0 9% 6
Clear Brushing Lacquer PD PD 0 100 0 100 0 0
Concrete Curing Compounds 692,419 32,395 660,024 5 95 0 27 73
Dry Fog 489,295 243,047 246,248 50 50 98 0 2
Faux Finishing 173,737 6,948 166,789 4 96 100 0 0
Fire Resistive PD 0 PD 0 100 0 0 100
Fire Retardant - Clear PD 0 PD 0 100 1 28 71
Fire Retardant - Opaque PD PD 26,690 PD PD 70 29 1
Flat 37,066,471 17,987 37,048,485 0 100 45 36 20
Floor 1,425,064 149,939 1,275,125 11 8 29 10 61
Flow PD 0 PD 0 100 0 100 0
Form Release Compounds 255,724 223,634 32,090 87 13 0 29 71
Graphic Arts 26,389 13,667 12,722 52 48 3 36 61
High Temperature PD 18,621 PD PD PD 1 7 92
Industrial Maintenance 5,016,777 4,390,310 626,468 88 12 6 23 71
Lacquers 463,443 374,503 88,940 81 19 68 30 2
Low Solids 13,413 0 13,413 0 100 397 0
Magnesite Cement PD PD 0 100 0 0 100 0
Mastic Texture 628,590 210,143 418,447 33 67 2 93 4
Metallic Pigmented 625,944 513,541 112,402 82 18 1 95 4
Multi-Color PD PD 7,517 PD PD 100 0 0
Nonflat - High Gloss 2,055,746 615,083 1,440,663 30 70 39 4 57
Nonflat - Low Gloss 6,992,762 64,953 6,927,809 1 99 49 24 27
Nonflat - Medium Gloss 24,255,441 567,173 23,688,268 2 98 67 10 23
Other 1,510,316 15,971 1,494,345 1 99 0 98 1

""NA": No sales were reported in this subcategory.
"PD": Protected Data. Fewer than three companies reported sales.

Sales of small containers (1 quart or less) were included when calculating the sales-weighted average values in this table.

21-Oct-02 Data Analysis.mdb/r_Sum_gals_sold.rpt ~ Compare to Table 6-1 in 1998 Survey report. Page 1 of 2



PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 1

Summary Data: CA Sales in 2000 (gallons)

Coating Category 2000 Sales (gals)
Total | s8] WB % SB | % WB| % Int | % Ext | % Dual

Pre-Treatment Wash Primer 75,342 4,188 71,154 6 94 12 0 88
Primer, Sealer, and Undercoater 8,442,084 1,385,606 7,056,478 16 84 47 22 31
Quick Dry Enamel PD 607,387 PD PD PD 30 8 62
Quick Dry Primer, Sealer, and 1,660,227 1,259,524 400,703 76 24 38 3 59
Undercoater
Recycled 323,216 0 323,216 0 100 0 22 78
Roof 1,139,209 89,448 1,049,761 8 92 0 97 3
Rust Preventative 209,899 166,748 43,151 79 21 0 7 93
Sanding Sealers 28,268 20,452 7,816 72 28 97 0 3
Shellacs - Clear PD PD 0 100 0 100 0 0
Shellacs - Opaque PD PD 0 100 0 100 0 0
Specialty Primer, Sealer, and 376,521 21,461 355,060 6 94 7 0 93
Undercoater

Stains - Clear/Semitransparent 2,175,666 1,694,011 481,655 78 22 21 56 23
Stains - Opaque 1,087,373 224,925 862,448 21 79 0 94 6
Swimming Pool 22,086 12,399 9,687 56 44 0 8 92
Swimming Pool Repair and 15,266 15,266 0 100 0 0 21 79
Maintenance
Temperature Indicator Safety NA NA NA NA NA
Traffic Marking 3,338,918 799,677 2,539,241 24 76 0 32 68
Varnishes - Clear 1,087,930 715,187 372,743 66 34 58 7 35
Varnishes - Semitransparent 61,505 58,300 3,205 95 5 97 1 2
Waterproofing Concrete/Masonry 724,572 230,625 493,947 32 68 0 49 51
Sealers
Waterproofing Sealers 1,000,959 447,545 553,414 45 55 0 69 30
Wood Preservatives 177,444 166,982 10,462 94 6 0 100 0

108,035,871 17,264,365 90,771,505

""NA": No sales were reported in this subcategory.
"PD": Protected Data. Fewer than three companies reported sales.

Sales of small containers (1 quart or less) were included when calculating the sales-weighted average values in this table.

21-Oct-02 Data Analysis.mdb/r_Sum_gals_sold.rpt ~ Compare to Table 6-1 in 1998 Survey report. Page 2 of 2



PRELIMINARY DRAFT

ARB 2001 Architectural Coating Survey - Table 2

Summary Data: VOC Contents (grams/liter)

Coating Category SWA VOC Regulatory SWAVOC Act. | SWA VOC Regulatory
All | SB | WB SB | WB Int | Ext | Dual
Antenna 433 452 280 452 136 NA 433 NA
Antifouling NA NA NA NA NA NA NA NA
Bituminous Roof 120 240 2 234 1 NA 120 NA
Bituminous Roof Primer 211 391 85 391 46 NA 224 0
Bond Breakers 244 NA 244 NA 64 NA 238 344
Clear Brushing Lacquer 667 667 NA 667 NA 667 NA NA
Concrete Curing Compounds 145 350 135 221 38 631 217 119
Dry Fog 248 346 151 307 92 246 86 369
Faux Finishing 261 404 255 404 96 261 NA NA
Fire Resistive 45 NA 45 NA 24 NA NA 45
Fire Retardant - Clear 4 NA 4 NA 2 0 6 3
Fire Retardant - Opaque 94 257 80 257 33 79 123 460
Flat 98 367 98 364 40 102 93 98
Floor 101 139 96 138 44 36 167 120
Flow 412 NA 412 NA 233 NA 412 NA
Form Release Compounds 213 238 41 237 14 NA 237 203
Graphic Arts 274 413 125 413 53 450 287 259
High Temperature 401 401 261 383 120 652 469 394
Industrial Maintenance 311 330 180 329 90 337 306 310
Lacquers 555 622 270 561 116 532 629 281
Low Solids 59 NA 59 NA 59 13 60 NA
Magnesite Cement 443 443 NA 307 NA NA 443 NA
Mastic Texture 133 229 85 189 47 61 140 26
Metallic Pigmented 409 469 134 469 51 399 410 377
Multi-Color 227 526 224 323 83 227 NA NA
Nonflat - High Gloss 243 339 202 337 90 251 233 238
Nonflat - Low Gloss 129 291 127 290 53 132 115 136
Nonflat - Medium Gloss 180 329 176 327 69 184 179 169
Other 1 117 0 115 0 226 0 58
Pre-Treatment Wash Primer 252 486 238 489 94 71 707 277
Primer, Sealer, and Undercoater 154 341 117 332 43 142 180 152
Quick Dry Enamel 358 361 234 356 109 380 399 342
Quick Dry Primer, Sealer, and 364 434 146 433 58 439 322 319
Undercoater
Recycled 204 NA 204 NA 89 NA 283 181

""NA": No sales were reported in this subcategory.

Sales of small containers (1 quart or less) were included when calculating the sales-weighted average values in this table.

The "Other" category is primarily driveway sealers with 0 g/l VOC; therefore, the SWA VOC is very low for this category.

21-Oct-02

Data Analysis.mdb/r_Sum_VOC.rpt

Compare to Table 6-1 in 1998 Survey report.

Page 1 of 2




PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 2

Summary Data: VOC Contents (grams/liter)

Coating Category SWA VOC Regulatory SWAVOC Act. | SWA VOC Regulatory
an [ s8 | ws sg | ws it | Ext | Dual
Roof 68 211 56 209 30 NA 67 108
Rust Preventative 339 381 177 379 57 NA 347 338
Sanding Sealers 471 557 245 556 79 474 NA 362
Shellacs - Clear 600 600 NA 572 NA 600 NA NA
Shellacs - Opaque 538 538 NA 504 NA 538 NA NA
Specialty Primer, Sealer, and 120 400 103 400 52 223 337 111
Undercoater
Stains - Clear/Semitransparent 349 387 215 387 73 454 327 308
Stains - Opaque 180 331 141 330 52 454 178 220
Swimming Pool 274 321 215 321 91 NA 196 281
Swimming Pool Repair and Maintenance 573 573 NA 571 NA NA 578 572
Temperature Indicator Safety NA NA NA NA NA NA NA NA
Traffic Marking 116 103 120 82 79 97 64 141
Varnishes - Clear 375 432 266 431 119 407 356 327
Varnishes - Semitransparent 431 439 270 439 100 431 447 396
Waterproofing Concrete/Masonry 209 428 107 400 50 137 92 322
Sealers
Waterproofing Sealers 251 334 184 318 41 567 269 209
Wood Preservatives 345 356 164 356 42 NA 345 NA

""NA": No sales were reported in this subcategory.
Sales of small containers (1 quart or less) were included when calculating the sales-weighted average values in this table.

The "Other" category is primarily driveway sealers with 0 g/l VOC; therefore, the SWA VOC is very low for this category.

21-Oct-02 Data Analysis.mdb/r_Sum_VOC.rpt Compare to Table 6-1 in 1998 Survey report. Page 2 of 2



PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 3

Complying Marketshare by Category - w/o quart sales

Coating Category VOC  Total  No. of % of  Total Sales Sales of % of
Limit No. of Complying Complying  (gqls/yr) Complying  Complying
(g/) Products Products  Products Products Sales
(gals/yr)
Antenna 530 6 6 100% PD PD 100%
Bituminous Roof 300 193 165 85% 3,239,994 3,156,045 97%
Bituminous Roof Primer 350 28 14 50% 170,520 125,163 73%
Bond Breakers 350 11 10 91% 93,896 89,936 96%
Clear Brushing Lacquer 680 3 3 100% PD PD 100%
Concrete Curing Compounds 350 108 100 93% 692,285 686,935 99%
Dry Fog 400 89 86 97% 489,295 486,448 99%
Faux Finishing 350 78 41 53% 128,949 128,718  100%
Fire Resistive 350 2 2 100% PD PD 100%
Fire Retardant - Clear 650 9 9 100% PD PD 100%
Fire Retardant - Opaque 350 20 17 85% PD PD 99%
Flat 100 3546 2519 71% 36,646,274 26,585,267 73%
Floor 250 715 540 76% 1,403,122 1,338,891 95%
Flow 420 1 1 100% PD PD  100%
Form Release Compounds 250 33 29 88% 255,724 255,208  100%
Graphic Arts 500 117 102 87% 19,913 19,788 99%
High Temperature 420 93 60 65% PD PD 90%
Industrial Maintenance 250 3835 1200 31% 4,796,137 1,220,550 25%
Lacquers 550 438 126 29% 443,273 135,807 31%
Low Solids 120 4 4 100% 13,284 13,284  100%
Magnesite Cement 450 18 18 100% PD PD 100%
Mastic Texture 300 62 61 98% 628,585 584,515 93%
Metallic Pigmented 500 166 155 93% 613,031 611,521  100%
Multi-Color 250 17 6 35% PD PD 78%
Nonflat - High Gloss 250 850 505 59% 1,908,200 1,487,408 78%
Nonflat - Low Gloss 150 1380 961 70% 6,844,887 5,419,910 79%

-%Complying Marketshare represents the percent (by sales volume in gallons) that complied with SCM VOC limits.

- Sales of exempt small containers (1 quart or less) were not included when determining complying marketshare.

- For the "Other" category, the VOC Limit varies according to the gloss level of the coating. Therefore, we used the
minimum possible VOC Limit of 100 g/l to estimate complying marketshare.

-"Swimming Pool Repair and Maintenance" coatings can be replaced by coatings in the "Swimming Pool" category.

"PD: Protected Data - Fewer than three companies reported sales.

21-Oct-02 Data Analysis.mdb/r_tech_assess_sum_no_qt_public.rpt Page 1 of 2
Compare to Figs. 5-1 to 5-116 in 1998 Survey Report.



PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 3

Complying Marketshare by Category - w/o quart sales

Coating Category VOC  Total  No. of % of  Total Sales Sales of % of
Limit No. of Complying Complying  (gqls/yr) Complying  Complying
(/1) Products Products Products Products Sales
(gals/yr)
Nonflat - Medium Gloss 150 2583 1250 48% 23,612,820 8,558,711 36%
Other 100 53 38 72% 1,505,551 1,501,057 100%
Pre-Treatment Wash Primer 420 21 15 71% 25,420 23,802 94%
Primer, Sealer, and Undercoater 200 913 541 59% 8,255,958 6,739,719 82%
Quick Dry Enamel 250 166 62 37% PD PD 12%
Quick Dry Primer, Sealer, and 200 121 28 23% 1,611,339 361,287 22%
Undercoater
Recycled 250 6 4 67% 323,216 264,382 82%
Roof 250 177 156 88% 1,136,724 1,093,979 96%
Rust Preventative 400 81 74 91% 180,522 178,700 99%
Sanding Sealers 350 40 18 45% 16,098 6,853 43%
Shellacs - Clear 730 9 9 100% PD PD 100%
Shellacs - Opaque 550 3 3 100% PD PD 100%
Specialty Primer, Sealer, and 350 46 30 65% 369,187 352,121 95%
Undercoater
Stains - Clear/Semitransparent 250 1175 138 12% 1,736,899 285,155 16%
Stains - Opaque 250 568 322 57% 1,079,339 799,004 74%
Swimming Pool 340 32 28 88% 21,835 20,263 93%
Swimming Pool Repair and 340 7 0 0% 15,046 0 0%
Maintenance
Traffic Marking 150 270 211 78% 3,338,767 3,240,573 97%
Varnishes - Clear 350 416 178 43% 662,701 546,831 83%
Varnishes - Semitransparent 350 13 6 46% 1,784 1,571 88%
Waterproofing 400 135 121 90% 716,676 652,427 91%
Concrete/Masonry Sealers
Waterproofing Sealers 250 226 106 47% 989,983 394,161 40%
Wood Preservatives 350 96 66 69% 164,950 148,315 90%
18,979 10,144 104,984,286 67,813,763

-%Complying Marketshare represents the percent (by sales volume in gallons) that complied with SCM VOC limits.

- Sales of exempt small containers (1 quart or less) were not included when determining complying marketshare.

- For the "Other" category, the VOC Limit varies according to the gloss level of the coating. Therefore, we used the
minimum possible VOC Limit of 100 g/l to estimate complying marketshare.

-"Swimming Pool Repair and Maintenance" coatings can be replaced by coatings in the "Swimming Pool" category.

"PD: Protected Data - Fewer than three companies reported sales.

21-Oct-02 Data Analysis.mdb/r_tech_assess_sum_no_qt_public.rpt Page 2 of 2
Compare to Figs. 5-1 to 5-116 in 1998 Survey Report.



PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 4

Summary Data: Volume % Solids, Water, Exempts

Coating Category SWA Vol% Solids | SWA Vol% Water | SWA Vol% Exempt
s | wB se | wB SB WB
Antenna 44.6 38.6 0.0 51.4 0.0 0.0
Antifouling NA NA NA NA NA NA
Bituminous Roof 70.5 48.3 2.3 51.6 0.0 0.0
Bituminous Roof Primer 55.6 54.6 0.0 40.6 0.0 0.0
Bond Breakers NA 14.3 NA 78.2 NA 0.0
Clear Brushing Lacquer 18.6 NA 0.0 NA 0.0 NA
Concrete Curing Compounds 38.8 20.9 344 74.5 3.5 0.0
Dry Fog 44.6 37.5 11.3 51.3 0.0 0.0
Faux Finishing 47.1 27.7 0.0 62.9 0.0 0.0
Fire Resistive NA 50.7 NA 47.3 NA 0.0
Fire Retardant - Clear NA 29.9 NA 63.7 NA 0.0
Fire Retardant - Opaque 69.7 37.9 0.0 55.5 0.0 0.0
Flat 51.5 36.1 0.7 60.2 0.6 0.0
Floor 82.6 57.6 0.2 33.9 0.1 0.0
Flow NA  29.6 NA 44.7 NA 0.0
Form Release Compounds 74.0 19.8 0.2 78.4 0.0 0.0
Graphic Arts 47.7 37.8 0.0 57.8 0.0 0.0
High Temperature 48.8 31.8 0.0 55.4 4.6 0.0
Industrial Maintenance 58.7 43.9 0.7 47.1 0.2 0.0
Lacquers 21.9 30.6 0.0 57.1 10.8 0.0
Low Solids NA 7.5 NA 86.4 NA 0.0
Magnesite Cement 343 NA 0.0 NA 30.8 NA
Mastic Texture 54.4 50.6 20.0 45.0 0.0 0.0
Metallic Pigmented 443 31.5 0.1 62.7 0.0 0.0
Multi-Color 19.0 22.5 38.7 69.3 0.0 0.0
Nonflat - High Gloss 56.4 349 0.1 55.6 1.4 0.0
Nonflat - Low Gloss 61.7 35.7 1.0 59.2 0.0 0.0
Nonflat - Medium Gloss 57.5 324 1.0 61.1 0.0 0.0
Other 85.7 343 0.3 65.7 0.0 0.0
Pre-Treatment Wash Primer 37.0 30.8 1.2 62.9 0.0 0.0
Primer, Sealer, and Undercoater 51.6 36.2 5.6 59.4 0.5 0.0
Quick Dry Enamel 51.7 349 2.5 53.1 0.1 0.0
Quick Dry Primer, Sealer, and Undercoater 43.1 35.0 0.1 59.2 0.4 0.0

""NA": No sales were reported in this subcategory.
Sales of small containers (1 quart or less) were included when calculating the sales-weighted average values in this table.

A small number of manufacturers reported sales data, but provided no data on volume percentages. The sales associated with
these null values were not included when calculating the sales-weighted averages for this table. This was done to ensure that
the numbers were not artificially lowered.

21-Oct-02 Data Analysis.mdb/r_Sum_VolSWVE.rpt Page 1 of 2



PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 4

Summary Data: Volume % Solids, Water, Exempts

Coating Category SWA Vol% Solids | SWA Vol% Water | SWA Vol% Exempt
s | wB se | wB SB WB
Recycled NA  33.1 NA 30.6 NA 0.0
Roof 74.8 448 0.2 47.7 0.4 0.0
Rust Preventative 51.8 41.0 0.0 67.9 0.0 0.0
Sanding Sealers 30.0 25.7 0.0 66.2 0.2 0.0
Shellacs - Clear 22.9 NA 43 NA 0.0 NA
Shellacs - Opaque 30.2 NA 6.2 NA 0.0 NA
Specialty Primer, Sealer, and Undercoater 47.8 45.5 0.0 49.1 0.0 0.0
Stains - Clear/Semitransparent 48.9 23.3 0.1 68.8 0.0 0.0
Stains - Opaque 55.8 31.6 0.2 63.2 0.0 0.0
Swimming Pool 62.5 33.2 0.0 57.4 0.0 0.0
Swimming Pool Repair and Maintenance 343 NA 0.0 NA 0.5 NA
Temperature Indicator Safety NA NA NA NA NA NA
Traffic Marking 74.1 57.6 0.1 32.8 16.4 0.0
Varnishes - Clear 44.7 28.8 0.0 58.4 0.2 0.0
Varnishes - Semitransparent 428 267 0.0 63.2 0.0 0.0
Waterproofing Concrete/Masonry Sealers 42.3 39.8 0.5 53.0 7.2 0.0
Waterproofing Sealers 57.4 22.6 1.8 71.5 4.6 0.0
Wood Preservatives 56.3 11.1 0.2 83.8 0.0 0.0

""NA": No sales were reported in this subcategory.
Sales of small containers (1 quart or less) were included when calculating the sales-weighted average values in this table.

A small number of manufacturers reported sales data, but provided no data on volume percentages. The sales associated with
these null values were not included when calculating the sales-weighted averages for this table. This was done to ensure that
the numbers were not artificially lowered.

21-Oct-02 Data Analysis.mdb/r_Sum_VolSWVE.rpt Page 2 of 2



PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 5

Summary Data: Weight % Solids, Volatiles, Water, Exempts

Coating Category SWA Wt% Solids | SWA Wt%Volatiles | SWA Wt% Water | SWA Wt% Exempt
sg | wB se | ws se | wB se | ws
Antenna 67.7 51.6 32.3 48.4 0.0 37.3 0.0 0.0
Antifouling NA NA NA NA NA NA NA NA
Bituminous Roof 74.6 50.9 25.4 49.1 1.9 49.0 0.0 0.0
Bituminous Roof Primer 59.1 54.8 40.9 452 0.0 40.8 0.0 0.0
Bond Breakers NA 13.7 NA 86.3 NA 79.7 NA 0.0
Clear Brushing Lacquer 26.0 NA 74.0 NA 0.0 NA 0.0 NA
Concrete Curing Compounds 39.1 21.8 60.9 78.2 34.4 74.4 3.8 0.0
Dry Fog 71.2 56.0 28.8 44.0 7.9 37.6 0.0 0.0
Faux Finishing 66.8 35.5 33.2 64.5 0.0 55.7 0.0 0.0
Fire Resistive NA 60.2 NA 39.8 NA 37.9 NA 0.0
Fire Retardant - Clear NA 45.5 NA 54.5 NA 54.4 NA 0.0
Fire Retardant - Opaque 78.7 57.3 21.1 42.8 0.0 40.4 0.0 0.0
Flat 74.3 52.6 25.7 47 .4 0.4 44.2 0.4 0.0
Floor 87.2 63.5 12.8 36.5 0.2 29.3 0.1 0.0
Flow NA 454 NA 54.6 NA 35.8 NA 0.0
Form Release Compounds 72.2 18.0 27.8 82.0 0.2 80.6 0.0 0.0
Graphic Arts 60.8 51.7 36.9 48.3 0.0 443 0.0 0.0
High Temperature 63.8 45.5 36.1 54.5 0.0 45.1 3.7 0.0
Industrial Maintenance 72.5 54.7 27.6 45.2 0.6 37.7 0.2 0.0
Lacquers 354 339 64.6 66.1 0.0 54.9 9.4 0.0
Low Solids NA 9.2 NA 90.8 NA 85.0 NA 0.0
Magnesite Cement 47.4 NA 52.6 NA 0.0 NA 23.5 NA
Mastic Texture 63.1 61.0 36.9 39.0 17.9 352 0.0 0.0
Metallic Pigmented 56.8 38.9 43.2 61.1 0.1 56.5 0.0 0.0
Multi-Color 28.8 344 71.2 65.6 38.2 57.6 0.0 0.0
Nonflat - High Gloss 70.5 46.4 29.5 53.6 0.0 459 1.0 0.0
Nonflat - Low Gloss 71.5 49.3 22.5 50.7 0.9 46.5 0.0 0.0
Nonflat - Medium Gloss 73.1 43.8 26.9 56.2 0.8 50.2 0.0 0.0
Other 88.9 45.2 11.1 54.8 0.3 54.8 0.0 0.0
Pre-Treatment Wash Primer 52.4 37.3 47.6 62.7 1.7 54.1 0.0 0.2
Primer, Sealer, and Undercoater 69.6 49.4 30.4 50.6 4.3 46.7 0.4 0.0
Quick Dry Enamel 67.7 434 323 57.6 2.1 479 0.1 0.0

""NA": No sales were reported in this subcategory.
Sales of small containers (1 quart or less) were included when calculating the sales-weighted average values in this table.

A small number of manufacturers reported sales data, but provided no data on weight percentages. The sales associated with
these null values were not included when calculating the sales-weighted averages for this table. This was done to ensure that
the numbers were not artificially lowered.

21-Oct-02 Data Analysis.mdb/r_Sum_WitSWVE.rpt Page 1 of 2



PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 5

Summary Data: Weight % Solids, Volatiles, Water, Exempts

Coating Category SWA Wt% Solids | SWA Wt%Volatiles | SWA Wt% Water | SWA Wt% Exempt
sg | wB se | ws se | wB se | ws
Quick Dry Primer, Sealer, and 65.4 49.7 34.6 50.3 0.1 45.8 0.4 0.0
Undercoater
Recycled NA 45.1 NA 50.9 NA 422 NA 0.0
Roof 82.2 56.7 17.8 43.2 0.1 40.7 0.3 0.0
Rust Preventative 69.5 434 30.5 56.6 0.0 52.2 0.0 0.0
Sanding Sealers 355 26.8 64.5 73.2 0.0 65.5 0.2 0.0
Shellacs - Clear 30.8 NA 68.7 NA 52 NA 0.0 NA
Shellacs - Opaque 51.4 NA 47.4 NA 5.2 NA 0.0 NA
Specialty Primer, Sealer, and 70.2 58.2 29.8 41.6 0.0 37.7 0.0 0.0
Undercoater
Stains - Clear/Semitransparent 55.9 27.1 44.1 72.9 0.1 65.6 0.0 0.0
Stains - Opaque 72.2 43.0 27.8 57.0 0.2 52.6 0.0 0.0
Swimming Pool 77.8 50.6 22.2 49.4 0.0 42.6 0.0 0.0
Swimming Pool Repair and 49.2 NA 50.8 NA 0.0 NA 0.4 NA
Maintenance
Temperature Indicator Safety NA NA NA NA NA NA NA NA
Traffic Marking 85.7 75.0 14.3 25.0 0.1 20.1 8.6 0.0
Varnishes - Clear 50.7 30.6 493 69.4 0.0 58.2 0.2 0.0
Varnishes - Semitransparent 51.7 29.4 48.3 70.6 0.0 61.0 0.0 0.0
Waterproofing Concrete/Masonry 54.7 52.1 45.3 48.0 0.4 44.2 7.5 0.0
Sealers
Waterproofing Sealers 60.8 25.2 39.2 74.8 1.8 70.9 4.4 0.0
Wood Preservatives 59.0 13.6 41.0 86.4 0.2 82.3 0.0 0.0

""NA": No sales were reported in this subcategory.
Sales of small containers (1 quart or less) were included when calculating the sales-weighted average values in this table.

A small number of manufacturers reported sales data, but provided no data on weight percentages. The sales associated with
these null values were not included when calculating the sales-weighted averages for this table. This was done to ensure that
the numbers were not artificially lowered.
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 6

Summary Data: Sales-Weighted Average Density, VOC Emissions (2000)

Coating Category SWA Density (Ib/gal) VOC Emissions (tpy) *
ERRE s | wB | Tow
Antenna 11.7 10.2 0.5 0.0 1
Antifouling NA NA 0.0 0.0 0
Bituminous Roof 8.4 8.8 1,570.2 9.1 1,579
Bituminous Roof Primer 8.0 8.5 114.0 19.3 133
Bond Breakers NA 8.2 0.0 25.0 25
Clear Brushing Lacquer 7.5 NA 192.8 0.0 193
Concrete Curing Compounds 8.3 8.5 29.8 105.6 135
Dry Fog 12.3 11.5 310.7 93.9 405
Faux Finishing 10.5 9.5 11.7 66.9 79
Fire Resistive NA 10.4 0.0 0.1 0
Fire Retardant - Clear NA 9.9 0.0 0.0 0
Fire Retardant - Opaque 10.5 114 2.5 3.7 6
Flat 12.3 11.4 273 6,118.4 6,146
Floor 10.1 10.2 86.5 231.6 318
Flow NA 10.4 0.0 0.5 0
Form Release Compounds 7.4 8.2 221.0 1.8 223
Graphic Arts 9.3 10.9 23.5 2.8 26
High Temperature 9.9 10.3 29.7 0.0 30
Industrial Maintenance 10.6 11.1 6,018.1 2354 6,254
Lacquers 8.5 8.7 876.0 42.9 919
Low Solids NA 8.4 0.0 3.3 3
Magnesite Cement 8.9 NA 42.1 0.0 42
Mastic Texture 9.2 10.7 165.2 82.4 248
Metallic Pigmented 9.8 9.3 1,003.2 23.7 1,027
Multi-Color 8.4 8.8 0.1 2.6 3
Nonflat - High Gloss 10.0 10.1 863.0 539.4 1,402
Nonflat - Low Gloss 11.3 10.7 78.4 1,516.6 1,595

"NA": No sales were reported in this subcategory.
* Does not include emissions from Thinning Cleanup solvents.
Sales of small containers (1 quart or less) were included when calculating the sales-weighted average values in this table.

A small number of manufacturers reported sales data, but provided no data on product densities. The sales associated with
these null values were not included when calculating the sales-weighted averages for this table. This was done to ensure that the
numbers were not artificially lowered.
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 6

Summary Data: Sales-Weighted Average Density, VOC Emissions (2000)

Coating Category SWA Density (Ib/gal) VOC Emissions (tpy) *
ERRE s | wB | Tow

Nonflat - Medium Gloss 10.7 10.2 772.4 6,825.7 7,598
Other 9.8 10.0 7.6 0.1 8
Pre-Treatment Wash Primer 10.4 9.4 8.5 279 36
Primer, Sealer, and Undercoater 11.3 10.6 1,914.3 1,275.2 3,189
Quick Dry Enamel 9.9 9.4 901.7 7.4 909
Quick Dry Primer, Sealer, and Undercoater 10.7 10.7 2,270.5 96.7 2,367
Recycled NA 10.6 0.0 0.0 0
Roof 10.1 10.6 77.9 131.6 210
Rust Preventative 10.6 10.8 263.4 10.2 274
Sanding Sealers 7.3 8.6 47.4 2.6 50
Shellacs - Clear 7.4 NA 38.6 0.0 39
Shellacs - Opaque 9.9 NA 183.5 0.0 184
Specialty Primer, Sealer, and Undercoater 11.3 10.9 35.8 76.3 112
Stains - Clear/Semitransparent 7.4 9.0 2,729.6 145.9 2,875
Stains - Opaque 10.4 10.1 309.5 188.1 498
Swimming Pool 12.2 11.3 16.6 3.7 20
Swimming Pool Repair and Maintenance 9.5 NA 36.3 0.0 36
Temperature Indicator Safety NA NA 0.0 0.0 0
Traffic Marking 14.1 13.6 273.4 834.2 1,108
Varnishes - Clear 7.5 8.7 1,285.8 184.4 1,470
Varnishes - Semitransparent 7.6 8.6 106.7 1.3 108
Waterproofing Concrete/Masonry Sealers 10.0 10.9 384.4 102.4 487
Waterproofing Sealers 8.4 9.4 592.4 94.0 686
Wood Preservatives 7.3 8.5 247.6 1.8 249

Total Emissions (tons/yr): 24,171 19,134 43,305

Total Emissions (tons/day): 66.2 52.4 119

"NA": No sales were reported in this subcategory.
* Does not include emissions from Thinning Cleanup solvents.
Sales of small containers (1 quart or less) were included when calculating the sales-weighted average values in this table.

A small number of manufacturers reported sales data, but provided no data on product densities. The sales associated with
these null values were not included when calculating the sales-weighted averages for this table. This was done to ensure that the
numbers were not artificially lowered.
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 7

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by CAS#
CAS # VOC Ingredient Name Sales Oty (Ibs)

Solventborne

0 Alcohols 118
0 Aromatics-u 5
0 Cycloparaffins and aromatics NOS 3
0 GLYCOL ETHERS 19,611
0 Mixed light aromatics NOS 22,371
0 Naphtha 50,499
0 RESIDUAL MONOMER(S) 4
9981 Aggregated VOCs < 0.1% 356,833
9985 Other VOC 671
9991 Proprietary VOC 4,566
50000 Formaldehyde 242
56235 Carbon Tetrachloride 105
57556 Propylene Glycol 5,244
64175 Ethanol 481,995
64197 Acetic Acid 134
67561 Methanol 144,224
67630 Isopropanol 278,420
67685 Dimethylsulfoxide 240
71238 n-Propyl Alcohol 561
71363 n-Butanol 220,681
71410 1-Pentanol 3,678
71432 Benzene 155
75310 Isopropylamine 0
78104 Ethyl Silicate 3,978
78591 Isophorone 87
78831 1-Propanol, 2-Methyl- 59,495
78842 Isobutyraldehyde 179
78922 Butyl Alcohol, Sec- 88
78933 Methyl Ethyl Ketone 238,085
79243 Nitroethane 3,179
80057 Bisphenol-A 2
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 7

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by CAS#
CAS # VOC Ingredient Name Sales Oty (Ibs)

Solventborne

80159 Cumene Hydroperoxide 76
80626 Methyl Methacrylate 447
84742 Dibutyl Phthalate 19
90722 Tris(dimethylaminomethyl)phenol 30
91087 Toluene-2,6-diisocyanate 56
91203 Naphthalene 1,743
95476 Ortho-Xylene 2,156
95636 1,2,4-Trimethylbenzene 428,550
96297 Ethyl methyl ketone oxime 91,820
97643 Ethyl Lactate 0
97858 Isobutyl Isobutyrate 78,983
97869 Isobutyl Methacrylate 2
97881 Butyl Methacrylate, N- 36
98828 Cumene 18,728
100414 Ethyl Benzene 238,004
100425 Styrene 20,385
100516 Benzyl Alcohol 90,676
100527 Benzaldehyde 1
102716 Triethanolamine 263
103651 n-Propylbenzene 354
103833 Benzyldimethylamine 4
104687 2-(2-phenoxyethoxy)ethanol 9
104767 2-Ethyl-1-Hexanol 39
106423 Para-Xylene 2,359
106650 Dimethyl Succinate 5
106898 Epichlorohydrin 4,322
107153 Ethylenediamine 144
107211 Ethylene Glycol 1,496
107415 2-Methyl-2,4-pentanediol 81
107879 2-Pentanone 73,237
107982 Propylene Glycol Monomethyl Ether 158,504
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 7

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by CAS#
CAS # VOC Ingredient Name Sales Oty (Ibs)

Solventborne

108010 N,N-Dimethylethanolamine 144
108032 1-Nitropropane 1
108101 Methyl Isobutyl Ketone 269,376
108112 Methylisobutyl Carbinol 159
108214 Isopropyl Acetate 118
108327 Propylene carbonate 12,025
108383 Meta-Xylene 5,898
108656 Propylene Glycol Monomethyl Ether Acetate 117,725
108678 Mesitylene 61,115
108838 2,6-Dimethyl-4-heptanone 3,972
108883 Toluene 853,319
108907 Phenyl Chloride 0
108930 Cyclohexanol 1,492
108941 Cyclohexanone 12,961
108952 Phenol 386
109604 n-Propyl Acetate 1,281
110123 Methyl Isoamyl Ketone 3,368
110190 Isobutyl Acetate 104,054
110430 Methyl-n-amyl Ketone 425,161
110543 Hexane 2,908
110690 Butanal Oxime 0
110805 Ethoxyethanol, 2- 381
110827 Cyclohexane 1
110850 Piperazine 175
111159 Ethoxyethyl Acetate 3,542
111400 Diethylene Triamine 2
111411 Ethylenediamine, N-(2-hydroxyethyl) 0
111422 Diethanolamine 251
111466 Diethylene Glycol 73
111762 2-Butoxy Ethanol 243,089
111773 2-(2-methoxyethoxy)ethanol 3,258
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 7

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by CAS#
CAS # VOC Ingredient Name Sales Oty (Ibs)

Solventborne

112072 Butoxyethyl Acetate, 2- 15,528
112243 Triethylenetetramine 18
112276 Triethylene Glycol 0
112345 2-(2-Butoxyethoxy)ethanol 33,318
112572 Tetraethylenepentamine 136
112801 Oleic acid 99
119368 Benzoic Acid, 2-Hydroxy-, Methyl Ester 0
121437 Trimethyl Borate 15
121448 Triethylamine 60
122510 Ethyl orthoformate 7,099
122996 Phenoxyethanol, 2- 115
123422 2-Pentanone, 4-Hydroxy-4-Methyl- 1,441
123546 2,4-Pentanedione 290
123864 Butyl Acetate, 1- 511,194
124174 2-(2-butoxyethoxy)ethyl acetate 20,642
124685 2-Amino-2-methyl-1-propanol 5,440
131113 Dimethylphthalate 248
138863 Limonene 10,235
140318 n-Aminoethylpiperazine 23
141435 Ethanolamine 151
141786 Ethyl Acetate 34,962
142825 Heptane 900
149575 2-Ethylhexanoic Acid 2,040
526738 Trimethyl Benzene, 1,2,3- 69
540885 tert-Butyl acetate 154
584849 Toluene-2,4-diisocyanate 1,448
611143 Ethyltoluene, 2- 34
627930 Dimethyl adipate 1,941
628637 Amyl Acetate 4,359
646060 Dioxolane 1,3- 7
694837 1,2-Cyclohexanediamine 820
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 7

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by CAS#

CAS # VOC Ingredient Name Sales Oty (Ibs)

Solventborne

763699 Ethyl 3-ethoxypropionate 61,260
822060 Hexamethylene Diisocyanate 137
872504 1-methyl-2-pyrrolidinone 864
1067250 Propyltrimethoxysilane 955
1119400 Dimethyl glutarate 5,617
1185553 Methyltrimethoxysilane 32
1330207 Xylene 1,857,072
1338245 Naphthenic Acid 13
1477550 m-Xylene-a,a-diamine 156
1569013 Propylene Glycol Monopropyl Ether 3,827
1589475 2-Methoxy-1-propanol 98
1760243 n-[3-(trimethoxysilyl)propyl]-1,2-ethananediamine 398
2426086 Butyl Glycidal Ether, N- 169
2461156 2-ethylhexyl glycidyl ether 2,199
2530838 3-Glycidoxypropyltrimethoxysilane 60
2551137 Trimethyl Benzene (mixed Isomers) 17
2807309 2-Propoxyethanol 28,161
2855132 Isophorone diamine 32
2943751 Triethoxyoctylsilane 405
3146850 2-Ethylhexoate 7
5124301 Methylene-bis(4-cyclohexylisocyanate) 205
5131668 1-butoxy-2-propanol 127
5989275 D-limonene 1,556
6846500 Propanoic acid, 2-methyl-, 2,2-dimethyl-1-(1-methylethyl)-1,3- 2,709
propanediyl ester
7397628 Butyl glycolate 307
7705148 Cyclohexene, 1-methyl-4-(1-methylethenyl) 124
8001794 Castor Oil 32,425
8002059 Petroleum Distillate 33,603
8002093 Pine oil 2,528
8007247 Cashew nutshell liquid 0
8007452 Coal Tar 146
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 7

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by CAS#

CAS # VOC Ingredient Name Sales Oty (Ibs)

Solventborne

8008206 Kerosene 394,377
8012951 Mineral Oil 27
8030306 Naphtha 181
8032324 Petroleum ether 323,832
8052411 Mineral Spirits 32
8052412 Ashland Mineral Spirits 66 1,088
8052413 Stoddard Solvent 17,541,925
9016879 Polymethylene polyphenyl isocyanate 99
9046100 Polyoxypropylene Diamine 53
10215302 2-Propoxy-1-Propanol 2
15821837 2-Butoxy-1-Propanol 5
15956588 Manganese 2-Ethylhexanoate 1
17689779 Ethyltriacetoxysilane 132
19549805 4,6-Dimethyl-2-heptanone 620
21564170 Thiocyanic acid (2-benzoathiazolythio)methyl ester 3,473
22984549 Methyltris(ethylmethylketoxime)silane 17,855
24800440 Tripropylene glycol 0
25013154 Vinyl Toluene 3,288
25265718 Dipropylene Glycol 1,066
25265774 2,2,4-Trimethyl-1,3-Pentanediol Isobutyrate 54,321
25322694 Polypropylene glycol 27,722
25340174 Diethyl Benzene 85
25498491 Tripropylene glycol methyl ether 9,572
25550145 Ethylmethylbenzene 7,541
25551137 Trimethyl Benzene (mixed isomers) 58,760
26471625 Toluenediisocyanate(mixed Isomers) 5
26530201 2-n-Octyl-4-isothiazolin-3-one 217
26761400 1,2-benzenedicarboxylic acid diisodecyl ester 155,148
26761455 Neodecanoic Acid, Oxiranylmethyl Ester 2,234
27646806 2(Methylamino)-2-methyl-1-propanol 9
29387868 Butoxy Propanol 420
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 7

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by CAS#

CAS # VOC Ingredient Name Sales Oty (Ibs)

Solventborne

29911271 Dipropylene Glycol Monopropyl Ether 0
29911282 2-Propanol, 1-(2-butoxy-1-methylethoxy)- 12
34590948 dipropylene glycol methyl ether 13,780
37449197 Manganese Isooctanoate 144
41556267 Decanedioic acid bis(1,2,2,6,6-pentamethyl-4-piperidinyl)ester 61
52125538 Propylene Glycol Monoethyl Ether 170
57018527 Propylene Glycol t-Butyl Ether 1,015
61788769 Chlorafin 1,915
64475850 Mineral Spirits 42,814
64741419 Heavy straight-run naphtha 363,060
64741442 Straight-run middle distillate 225,689
64741657 Petroleum naphtha, heavy alkylate 1,075,674
64741668 Naphtha, Petroleum 300
64741851 Paraffinic Naphthenic Solvent 16,452
64742105 Residual Oil Solvent Extract 25,661
64742467 Petroleum distillates, hydrotreated middle 2,731
64742478 Distillate(petroleum), hydrotreated light 1,656,441
64742489 Hydrotreated Heavy Naphtha 639,461
64742490 Naphtha, Petroleum, Hydrotreated Light 56,185
64742525 Hydrotreated heavy naphthenic distillate 62,659
64742536 Hydrotreated light naphthenic distillate 224,183
64742650 FisherBrand 19, Pump Oil 956
64742821 Hydrodesulfurized Heavy Naphtha 20,695
64742887 Medium aliphatic solvent naphtha 9,624,907
64742897 Solvent Naphtha, Medium 31,982
64742898 VM&P Naphtha 2,239,249
64742945 Heavy aromatic naphtha solvent 25,193
64742956 Aromatic 100 2,657,262
64742967 Solvent naphtha, petroleum, heavy aliph. 60,142
65996794 Coal Tar Distillate 300
65996921 Middle tar distillate (coal) 165,064
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 7

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by CAS#
CAS # VOC Ingredient Name Sales Oty (Ibs)

Solventborne

65996932 Coal tar pitch volatiles (benzene soluble fraction) 605,518
68476302 Fuel oil no. 2 177,595
68515446 1,2-BENZENEDICARBOXYLIC ACID, DIHEPTYL ESTER, 15
BRANCHED AND LINEAR

68515491 1,2-benzenedicarboxylic acid, di-c9-11-branched alkyl esters, c10-rich 10
68648873 Benzene, c10-16-alkyl derivs. 1,085
68920069 Hydrocarbons, C7-C9 17,972
68956569 Terpenes 0
70657704 2-Methoxy-1-propanol acetate 28
74630992 Vanadium 2-Ethylhexanoate 24
82919377 Methyl-(1,2,2,6,6-Pentamethyl-4-Piperidinyl)-Sebacate 20
83817725 Di (ethylmethylketoxime) methoxy methyl silane 3,664
88230357 Oxohexyl Acetate 37,019
88917220 Dipropylene Glycol Methyl Ether Acetate 4,242
90438792 Oxo-Heptyl Acetate 1,485
108419325 Oxo-octyl Acetate 6
232268654 2-hydroxyethyl ethers of cashew 10
Solventborne Subtotal (Ibs/yr): 46,609,217
Subtotal (tons/yr): 23,305
Subtotal (tons/day): 64

Waterborne
0 Aromatics-u 5
0 GLYCOL ETHERS 72,295
0 Petroleum Hydrocarbon 46,883
0 RESIDUAL MONOMER(S) 9,573
9981 Aggregated VOCs < 0.1% 1,078,986
9985 Other VOC 86
9991 Proprietary VOC 7
50000 Formaldehyde 2,066
57556 Propylene Glycol 7,341,058
64175 Ethanol 14,119
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 7

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by CAS#

CAS # VOC Ingredient Name Sales Oty (Ibs)
Waterborne

64197 Acetic Acid 1,499
67561 Methanol 1,141,220
67630 Isopropanol 53,387
67685 Dimethylsulfoxide 19,031
71363 n-Butanol 3,227
71432 Benzene 17
75070 Acetaldehyde 7,236
75650 Butyl Alcohol, Tert 99
75912 TERT-BUTYL HYDROPEROXIDE 31
78104 Ethyl Silicate 9
78513 Tri(butyl cellosolve) phosphate 254
78831 1-Propanol, 2-Methyl- 1,124
78922 Butyl Alcohol, Sec- 8,037
78933 Methyl Ethyl Ketone 190
78966 1-Amino-2-Propanol 15
79107 Acrylic Acid 44
79243 Nitroethane 306
80626 Methyl Methacrylate 1,590
84742 Dibutyl Phthalate 5,626
85687 Benzyl Butyl Phthalate 27,881
91203 Naphthalene 40
95476 Ortho-Xylene 1
95636 1,2,4-Trimethylbenzene 15,099
96059 ALLYL METHACRYLATE 0
96297 Ethyl methyl ketone oxime 3,354
98000 Furfuryl mercaptan 36
98828 Cumene 360
100414 Ethyl Benzene 2,231
100425 Styrene 4,576
100447 Benzyl Chloride 5
100516 Benzyl Alcohol 893,450
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 7

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by CAS#

CAS # VOC Ingredient Name Sales Oty (Ibs)
Waterborne

102716 Triethanolamine 4,926
103117 2-Ethylhexyl Acrylate 2,883
104687 2-(2-phenoxyethoxy)ethanol 1,619
104767 2-Ethyl-1-Hexanol 763
107153 Ethylenediamine 449
107211 Ethylene Glycol 11,435,792
107222 Glyoxal 382
107415 2-Methyl-2,4-pentanediol 6,697
107982 Propylene Glycol Monomethyl Ether 52,637
108010 N,N-Dimethylethanolamine 6,990
108032 1-Nitropropane 10,608
108101 Methyl Isobutyl Ketone 0
108327 Propylene carbonate 9
108383 Meta-Xylene 2
108656 Propylene Glycol Monomethyl Ether Acetate 717
108678 Mesitylene 4,631
108883 Toluene 10,565
108907 Phenyl Chloride 8
108941 Cyclohexanone 1,058
109897 Diethylamine 273
110805 Ethoxyethanol, 2- 3
110918 Morpholine 11,567
111273 Hexanol, N- 124
111400 Diethylene Triamine 449
111422 Diethanolamine 650
111466 Diethylene Glycol 265,651
111762 2-Butoxy Ethanol 429,641
111773 2-(2-methoxyethoxy)ethanol 266,766
111900 Ethanol, 2-(2-ethoxyethoxy) 129,554
112072 Butoxyethyl Acetate, 2- 617
112254 Ethylene Glycol Monohexyl Ether 2

21-Oct-02 Data Analysis.mdb/r_ingr_lbs VOC_Sol_Wat.rpt Page 10 of 14



PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 7

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by CAS#

CAS # VOC Ingredient Name Sales Oty (Ibs)
Waterborne

112276 Triethylene Glycol 787
112345 2-(2-Butoxyethoxy)ethanol 1,143,050
112572 Tetraethylenepentamine 449
112594 Hexyl Carbitol, N- 1,092
112801 Oleic acid 16
115968 Tris(2-Chloroethyl)Phosphate 1,140
121448 Triethylamine 10,681
122996 Phenoxyethanol, 2- 14,634
123422 2-Pentanone, 4-Hydroxy-4-Methyl- 4,268
123864 Butyl Acetate, 1- 19
124174 2-(2-butoxyethoxy)ethyl acetate 28,373
124685 2-Amino-2-methyl-1-propanol 459,007
126738 Tributyl Phosphate 11,818
138863 Limonene 7
141322 Butyl Acrylate, N- 68
141435 Ethanolamine 1,150
141786 Ethyl Acetate 10,599
143226 Triethylene Glycol Monobutyl Ether 10,715
149575 2-Ethylhexanoic Acid 577
763699 Ethyl 3-ethoxypropionate 16
770354 2-Propanol, 1-phenoxy- 12,341
828002 Dioxin (bactericide) 7
872504 1-methyl-2-pyrrolidinone 72,380
1095665 Morpholine Oleate 39
1330207 Xylene 24,467
1559359 Ethylene Glycol Mono-2-Ethyl Hexyl Ether 7,348
1559360 Diethylene Glycol Mono-2-Ethyl Hexyl Ether 934
1559371 Triethylene Glycol Mono-2-Ethyl Hexyl Ether 62
1569013 Propylene Glycol Monopropyl Ether 904
1569024 Propylene glycol monoethyl ether 143
1589475 2-Methoxy-1-propanol 0
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 7

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by CAS#

CAS # VOC Ingredient Name Sales Oty (Ibs)
Waterborne

1760243 n-[3-(trimethoxysilyl)propyl]-1,2-ethananediamine 251
2807309 2-Propoxyethanol 58,633
2943751 Triethoxyoctylsilane 21,365
3710847 Diethyl Hydroxylamine 60
4719044 Hexahydro-1,3,5-tris(2-hydroxyethyl)-s-triazine 3,601
5131668 1-butoxy-2-propanol 38,519
5444757 2-Ethylhexyl Benzoate 8,291
6846500 Propanoic acid, 2-methyl-, 2,2-dimethyl-1-(1-methylethyl)-1,3- 44

propanediyl ester

8002093 Pine oil 6,347
8007452 Coal Tar 346
8042475 Petroleum Distillates 1
8052413 Stoddard Solvent 163,540
9003138 Poly[oxy(methyl-1,2-ethanediyl)], alpha-butyl-omega-hydroxy- 988
24800440 Tripropylene glycol 3
25103097 Isooctyl thioglycolate 1
25265718 Dipropylene Glycol 44,518
25265774 2,2,4-Trimethyl-1,3-Pentanediol Isobutyrate 11,696,315
25322694 Polypropylene glycol 119
25498491 Tripropylene glycol methyl ether 4,056
25551137 Trimethyl Benzene (mixed isomers) 9,935
26172554 5-Chloro-2-methyl-4-isothiazolin-3-one 1
26530201 2-n-Octyl-4-isothiazolin-3-one 4,406
26952216 Isooctyl Alcohol 1,643
27646806 2(Methylamino)-2-methyl-1-propanol 3,629
29387868 Butoxy Propanol 225
29911271 Dipropylene Glycol Monopropyl Ether 2,791
29911282 2-Propanol, 1-(2-butoxy-1-methylethoxy)- 129,940
31637000 Isodecyl Benzoate 19
34375285 Troysan 174 2,868
34590948 dipropylene glycol methyl ether 160,204
51200874 4,4-Dimethyloxazolidine 29,815
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 7

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by CAS#

CAS # VOC Ingredient Name Sales Oty (Ibs)
Waterborne

51730940 Dipropylene glycol phenyl ether 271
52299204 2((hydroxymethyl)amino)-iso-butanol 72
56709138 Bicyclic Oxazolidine 9,482
58713216 Hexamethlylenetetramine Hydrochloride 0
60864337 Benzyl ether of 1,1,3,3-tetramethylbutylphenoxypolyethoxy ethanol 822
61791126 Ethoxylated Castor Oil 6
64741419 Heavy straight-run naphtha 73,172
64741442 Straight-run middle distillate 196
64741657 Petroleum naphtha, heavy alkylate 14,787
64741668 Naphtha, Petroleum 1
64741884 Solvent-refined heavy paraffinic distillate 191,804
64741895 Paraffinic distillate 16,493
64742478 Distillate(petroleum), hydrotreated light 129,380
64742489 Hydrotreated Heavy Naphtha 25,222
64742525 Hydrotreated heavy naphthenic distillate 5
64742536 Hydrotreated light naphthenic distillate 15,441
64742547 hydrotreated heavy paraffinic distillate 2
64742650 FisherBrand 19, Pump Oil 983
64742821 Hydrodesulfurized Heavy Naphtha 189
64742887 Medium aliphatic solvent naphtha 527,936
64742898 VM&P Naphtha 35,015
64742945 Heavy aromatic naphtha solvent 11,057
64742956 Aromatic 100 113,682
64742959 Light Aromatic Naphtha 228
64742967 Solvent naphtha, petroleum, heavy aliph. 42
68081845 Alkyl Glycidyl Ether 18
68476302 Fuel oil no. 2 84
68515446 1,2-BENZENEDICARBOXYLIC ACID, DIHEPTYL ESTER, 951

BRANCHED AND LINEAR

68990374 Carboxylic Acid 140
70657704 2-Methoxy-1-propanol acetate 2
88230357 Oxohexyl Acetate 1,865
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 7

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by CAS#

CAS # VOC Ingredient Name Sales Oty (Ibs)

Waterborne

88917220 Dipropylene Glycol Methyl Ether Acetate 32

90438792 Oxo-Heptyl Acetate 135

108419325 Oxo-octyl Acetate 531

108419358 Oxo-tridecyl Acetate 24,500

111109774 Dipropylene Glycol Dimethyl Ether 9,092

Waterborne Subtotal (Ibs/yr): 38,814,288

Subtotal (tons/yr): 19,407

Subtotal (tons/day): 53

Grand Total (Ibs/yr): 85,423,505

Grand Total (tons/yr): 42,712

Grand Total (tons/day): 117
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 8

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by weight

CAS # VOC Ingredient Name Sales Oty (Ibs)
Solventborne
8052413 Stoddard Solvent 17,541,925
64742887 Medium aliphatic solvent naphtha 9,624,907
64742956 Aromatic 100 2,657,262
64742898 VM&P Naphtha 2,239,249
1330207 Xylene 1,857,072
64742478 Distillate(petroleum), hydrotreated light 1,656,441
64741657 Petroleum naphtha, heavy alkylate 1,075,674
108883 Toluene 853,319
64742489 Hydrotreated Heavy Naphtha 639,461
65996932 Coal tar pitch volatiles (benzene soluble fraction) 605,518
123864 Butyl Acetate, 1- 511,194
64175 Ethanol 481,995
95636 1,2,4-Trimethylbenzene 428,550
110430 Methyl-n-amyl Ketone 425,161
8008206 Kerosene 394,377
64741419 Heavy straight-run naphtha 363,060
9981 Aggregated VOCs < 0.1% 356,833
8032324 Petroleum ether 323,832
67630 Isopropanol 278,420
108101 Methyl Isobutyl Ketone 269,376
111762 2-Butoxy Ethanol 243,089
78933 Methyl Ethyl Ketone 238,085
100414 Ethyl Benzene 238,004
64741442 Straight-run middle distillate 225,689
64742536 Hydrotreated light naphthenic distillate 224,183
71363 n-Butanol 220,681
68476302 Fuel oil no. 2 177,595
65996921 Middle tar distillate (coal) 165,064
107982 Propylene Glycol Monomethyl Ether 158,504
26761400 1,2-benzenedicarboxylic acid diisodecyl ester 155,148
67561 Methanol 144,224
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 8

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by weight

CAS # VOC Ingredient Name Sales Oty (Ibs)

Solventborne

108656 Propylene Glycol Monomethyl Ether Acetate 117,725
110190 Isobutyl Acetate 104,054
96297 Ethyl methyl ketone oxime 91,820
100516 Benzyl Alcohol 90,676
97858 Isobutyl Isobutyrate 78,983
107879 2-Pentanone 73,237
64742525 Hydrotreated heavy naphthenic distillate 62,659
763699 Ethyl 3-ethoxypropionate 61,260
108678 Mesitylene 61,115
64742967 Solvent naphtha, petroleum, heavy aliph. 60,142
78831 1-Propanol, 2-Methyl- 59,495
25551137 Trimethyl Benzene (mixed isomers) 58,760
64742490 Naphtha, Petroleum, Hydrotreated Light 56,185
25265774 2,2,4-Trimethyl-1,3-Pentanediol Isobutyrate 54,321
0 Naphtha 50,499
64475850 Mineral Spirits 42,814
88230357 Oxohexyl Acetate 37,019
141786 Ethyl Acetate 34,962
8002059 Petroleum Distillate 33,603
112345 2-(2-Butoxyethoxy)ethanol 33,318
8001794 Castor Ol 32,425
64742897 Solvent Naphtha, Medium 31,982
2807309 2-Propoxyethanol 28,161
25322694 Polypropylene glycol 27,722
64742105 Residual Oil Solvent Extract 25,661
64742945 Heavy aromatic naphtha solvent 25,193
0 Mixed light aromatics NOS 22,371
64742821 Hydrodesulfurized Heavy Naphtha 20,695
124174 2-(2-butoxyethoxy)ethyl acetate 20,642
100425 Styrene 20,385

0 GLYCOL ETHERS 19,611
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 8

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by weight

CAS # VOC Ingredient Name Sales Oty (Ibs)

Solventborne

98828 Cumene 18,728
68920069 Hydrocarbons, C7-C9 17,972
22984549 Methyltris(ethylmethylketoxime)silane 17,855
64741851 Paraffinic Naphthenic Solvent 16,452

112072 Butoxyethyl Acetate, 2- 15,528
34590948 dipropylene glycol methyl ether 13,780

108941 Cyclohexanone 12,961

108327 Propylene carbonate 12,025

138863 Limonene 10,235
25498491 Tripropylene glycol methyl ether 9,572
25550145 Ethylmethylbenzene 7,541

122510 Ethyl orthoformate 7,099

108383 Meta-Xylene 5,898

1119400 Dimethyl glutarate 5,617

124685 2-Amino-2-methyl-1-propanol 5,440

57556 Propylene Glycol 5,244

9991 Proprietary VOC 4,566

628637 Amyl Acetate 4,359

106898 Epichlorohydrin 4,322
88917220 Dipropylene Glycol Methyl Ether Acetate 4,242

78104 Ethyl Silicate 3,978

108838 2,6-Dimethyl-4-heptanone 3,972

1569013 Propylene Glycol Monopropyl Ether 3,827

71410 1-Pentanol 3,678
83817725 Di (ethylmethylketoxime) methoxy methyl silane 3,664

111159 Ethoxyethyl Acetate 3,542
21564170 Thiocyanic acid (2-benzoathiazolythio)methyl ester 3,473

110123 Methyl Isoamyl Ketone 3,368
25013154 Vinyl Toluene 3,288

111773 2-(2-methoxyethoxy)ethanol 3,258

79243 Nitroethane 3,179
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 8

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by weight

CAS # VOC Ingredient Name Sales Oty (Ibs)

Solventborne

110543 Hexane 2,908
64742467 Petroleum distillates, hydrotreated middle 2,731
6846500 Propanoic acid, 2-methyl-, 2,2-dimethyl-1-(1-methylethyl)-1,3-propane 2,709
8002093 Pine oil 2,528
106423 Para-Xylene 2,359
26761455 Neodecanoic Acid, Oxiranylmethyl Ester 2,234
2461156 2-ethylhexyl glycidyl ether 2,199
95476 Ortho-Xylene 2,156
149575 2-Ethylhexanoic Acid 2,040
627930 Dimethyl adipate 1,941
61788769 Chlorafin 1,915
91203 Naphthalene 1,743
5989275 D-limonene 1,556
107211 Ethylene Glycol 1,496
108930 Cyclohexanol 1,492
90438792 Oxo-Heptyl Acetate 1,485
584849 Toluene-2,4-diisocyanate 1,448
123422 2-Pentanone, 4-Hydroxy-4-Methyl- 1,441
109604 n-Propyl Acetate 1,281
8052412 Ashland Mineral Spirits 66 1,088
68648873 Benzene, c10-16-alkyl derivs. 1,085
25265718 Dipropylene Glycol 1,066
57018527 Propylene Glycol t-Butyl Ether 1,015
64742650 FisherBrand 19, Pump Oil 956
1067250 Propyltrimethoxysilane 955
142825 Heptane 900
872504 1-methyl-2-pyrrolidinone 864
694837 1,2-Cyclohexanediamine 820
9985 Other VOC 671
19549805 4,6-Dimethyl-2-heptanone 620
71238 n-Propyl Alcohol 561
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 8

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by weight

CAS # VOC Ingredient Name Sales Oty (Ibs)
Solventborne
80626 Methyl Methacrylate 447
29387868 Butoxy Propanol 420
2943751 Triethoxyoctylsilane 405
1760243 n-[3-(trimethoxysilyl)propyl]-1,2-ethananediamine 398
108952 Phenol 386
110805 Ethoxyethanol, 2- 381
103651 n-Propylbenzene 354
7397628 Butyl glycolate 307
64741668 Naphtha, Petroleum 300
65996794 Coal Tar Distillate 300
123546 2,4-Pentanedione 290
102716 Triethanolamine 263
111422 Diethanolamine 251
131113 Dimethylphthalate 248
50000 Formaldehyde 242
67685 Dimethylsulfoxide 240
26530201 2-n-Octyl-4-isothiazolin-3-one 217
5124301 Methylene-bis(4-cyclohexylisocyanate) 205
8030306 Naphtha 181
78842 Isobutyraldehyde 179
110850 Piperazine 175
52125538 Propylene Glycol Monoethyl Ether 170
2426086 Butyl Glycidal Ether, N- 169
108112 Methylisobutyl Carbinol 159
1477550 m-Xylene-a,a-diamine 156
71432 Benzene 155
540885 tert-Butyl acetate 154
141435 Ethanolamine 151
8007452 Coal Tar 146
37449197 Manganese Isooctanoate 144
107153 Ethylenediamine 144

21-Oct-02
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PRELIMINARY DRAFT

ARB 2001 Architectural Coating Survey - Table 8

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by weight

CAS # VOC Ingredient Name Sales Oty (Ibs)
Solventborne
108010 N,N-Dimethylethanolamine 144
822060 Hexamethylene Diisocyanate 137
112572 Tetraethylenepentamine 136
64197 Acetic Acid 134
17689779 Ethyltriacetoxysilane 132
5131668 1-butoxy-2-propanol 127
7705148 Cyclohexene, 1-methyl-4-(1-methylethenyl) 124
108214 Isopropyl Acetate 118
0 Alcohols 118
122996 Phenoxyethanol, 2- 115
56235 Carbon Tetrachloride 105
112801 Oleic acid 99
9016879 Polymethylene polyphenyl isocyanate 99
1589475 2-Methoxy-1-propanol 98
78922 Butyl Alcohol, Sec- 88
78591 Isophorone 87
25340174 Diethyl Benzene 85
107415 2-Methyl-2,4-pentanediol 81
80159 Cumene Hydroperoxide 76
111466 Diethylene Glycol 73
3146850 2-Ethylhexoate 71
526738 Trimethyl Benzene, 1,2,3- 69
41556267 Decanedioic acid bis(1,2,2,6,6-pentamethyl-4-piperidinyl)ester 61
121448 Triethylamine 60
2530838 3-Glycidoxypropyltrimethoxysilane 60
91087 Toluene-2,6-diisocyanate 56
9046100 Polyoxypropylene Diamine 53
104767 2-Ethyl-1-Hexanol 39
97881 Butyl Methacrylate, N- 36
611143 Ethyltoluene, 2- 34
8052411 Mineral Spirits 32
21-Oct-02 Data Analysis.mdb/r_ingr_lbs VOC_Sol_Wat 2.rpt Page 6 of 14



PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 8

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by weight

CAS # VOC Ingredient Name Sales Oty (Ibs)
Solventborne
1185553 Methyltrimethoxysilane 32
2855132 Isophorone diamine 32
90722 Tris(dimethylaminomethyl)phenol 30
70657704 2-Methoxy-1-propanol acetate 28
8012951 Mineral Oil 27
74630992 Vanadium 2-Ethylhexanoate 24
140318 n-Aminoethylpiperazine 23
82919377 Methyl-(1,2,2,6,6-Pentamethyl-4-Piperidinyl)-Sebacate 20
84742 Dibutyl Phthalate 19
112243 Triethylenetetramine 18
2551137 Trimethyl Benzene (mixed Isomers) 17
68515446 1,2-BENZENEDICARBOXYLIC ACID, DIHEPTYL ESTER, BRANCHE 15
121437 Trimethyl Borate 15
1338245 Naphthenic Acid 13
29911282 2-Propanol, 1-(2-butoxy-1-methylethoxy)- 12
68515491 1,2-benzenedicarboxylic acid, di-c9-11-branched alkyl esters, c10-rich 10
232268654 2-hydroxyethyl ethers of cashew 10
104687 2-(2-phenoxyethoxy)ethanol 9
27646806 2(Methylamino)-2-methyl-1-propanol 9
646060 Dioxolane 1,3- 7
108419325 Oxo-octyl Acetate 6
106650 Dimethyl Succinate 5
26471625 Toluenediisocyanate(mixed Isomers) 5
15821837 2-Butoxy-1-Propanol 5
0 Aromatics-u S
0 RESIDUAL MONOMER(S) 4
103833 Benzyldimethylamine 4
0 Cycloparaffins and aromatics NOS 3
97869 Isobutyl Methacrylate 2
80057 Bisphenol-A 2
10215302 2-Propoxy-1-Propanol 2
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PRELIMINARY DRAFT

ARB 2001 Architectural Coating Survey - Table 8

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by weight

CAS # VOC Ingredient Name Sales Oty (Ibs)
Solventborne
111400 Diethylene Triamine 2
100527 Benzaldehyde 1
15956588 Manganese 2-Ethylhexanoate 1
110827 Cyclohexane 1
108032 1-Nitropropane 1
29911271 Dipropylene Glycol Monopropyl Ether 0
8007247 Cashew nutshell liquid 0
111411 Ethylenediamine, N-(2-hydroxyethyl) 0
108907 Phenyl Chloride 0
110690 Butanal Oxime 0
119368 Benzoic Acid, 2-Hydroxy-, Methyl Ester 0
68956569 Terpenes 0
75310 Isopropylamine 0
24800440 Tripropylene glycol 0
97643 Ethyl Lactate 0
112276 Triethylene Glycol 0
Solventborne Subtotal (Ibs/yr): 46,609,217
Subtotal (tonsl/yr): 23,305
Subtotal (tons/day): 64
Waterborne
25265774 2,2,4-Trimethyl-1,3-Pentanediol Isobutyrate 11,696,315
107211 Ethylene Glycol 11,435,792
57556 Propylene Glycol 7,341,058
112345 2-(2-Butoxyethoxy)ethanol 1,143,050
67561 Methanol 1,141,220
9981 Aggregated VOCs < 0.1% 1,078,986
100516 Benzyl Alcohol 893,450
64742887 Medium aliphatic solvent naphtha 527,936
124685 2-Amino-2-methyl-1-propanol 459,007
111762 2-Butoxy Ethanol 429,641
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 8

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by weight

CAS # VOC Ingredient Name Sales Oty (Ibs)
Waterborne
111773 2-(2-methoxyethoxy)ethanol 266,766
111466 Diethylene Glycol 265,651
64741884 Solvent-refined heavy paraffinic distillate 191,804
8052413 Stoddard Solvent 163,540
34590948 dipropylene glycol methyl ether 160,204
29911282 2-Propanol, 1-(2-butoxy-1-methylethoxy)- 129,940
111900 Ethanol, 2-(2-ethoxyethoxy) 129,554
64742478 Distillate(petroleum), hydrotreated light 129,380
64742956 Aromatic 100 113,682
64741419 Heavy straight-run naphtha 73,172
872504 1-methyl-2-pyrrolidinone 72,380
0 GLYCOL ETHERS 72,295
2807309 2-Propoxyethanol 58,633
67630 Isopropanol 53,387
107982 Propylene Glycol Monomethyl Ether 52,637
0 Petroleum Hydrocarbon 46,883
25265718 Dipropylene Glycol 44,518
5131668 1-butoxy-2-propanol 38,519
64742898 VM&P Naphtha 35,015
51200874 4,4-Dimethyloxazolidine 29,815
124174 2-(2-butoxyethoxy)ethyl acetate 28,373
85687 Benzyl Butyl Phthalate 27,881
64742489 Hydrotreated Heavy Naphtha 25,222
108419358 Oxo-tridecyl Acetate 24,500
1330207 Xylene 24,467
2943751 Triethoxyoctylsilane 21,365
67685 Dimethylsulfoxide 19,031
64741895 Paraffinic distillate 16,493
64742536 Hydrotreated light naphthenic distillate 15,441
95636 1,2,4-Trimethylbenzene 15,099
64741657 Petroleum naphtha, heavy alkylate 14,787
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 8

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by weight

CAS # VOC Ingredient Name Sales Oty (Ibs)
Waterborne
122996 Phenoxyethanol, 2- 14,634
64175 Ethanol 14,119
770354 2-Propanol, 1-phenoxy- 12,341
126738 Tributyl Phosphate 11,818
110918 Morpholine 11,567
64742945 Heavy aromatic naphtha solvent 11,057
143226 Triethylene Glycol Monobutyl Ether 10,715
121448 Triethylamine 10,681
108032 1-Nitropropane 10,608
141786 Ethyl Acetate 10,599
108883 Toluene 10,565
25551137 Trimethyl Benzene (mixed isomers) 9,935
0 RESIDUAL MONOMER(S) 9,573
56709138 Bicyclic Oxazolidine 9,482
111109774 Dipropylene Glycol Dimethyl Ether 9,092
5444757 2-Ethylhexyl Benzoate 8,291
78922 Butyl Alcohol, Sec- 8,037
1559359 Ethylene Glycol Mono-2-Ethyl Hexyl Ether 7,348
75070 Acetaldehyde 7,236
108010 N,N-Dimethylethanolamine 6,990
107415 2-Methyl-2,4-pentanediol 6,697
8002093 Pine oil 6,347
84742 Dibutyl Phthalate 5,626
102716 Triethanolamine 4,926
108678 Mesitylene 4,631
100425 Styrene 4,576
26530201 2-n-Octyl-4-isothiazolin-3-one 4,406
123422 2-Pentanone, 4-Hydroxy-4-Methyl- 4,268
25498491 Tripropylene glycol methyl ether 4,056
27646806 2(Methylamino)-2-methyl-1-propanol 3,629
4719044 Hexahydro-1,3,5-tris(2-hydroxyethyl)-s-triazine 3,601
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PRELIMINARY DRAFT

ARB 2001 Architectural Coating Survey - Table 8

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by weight

CAS # VOC Ingredient Name Sales Oty (Ibs)
Waterborne
96297 Ethyl methyl ketone oxime 3,354
71363 n-Butanol 3,227
103117 2-Ethylhexyl Acrylate 2,883
34375285 Troysan 174 2,868
29911271 Dipropylene Glycol Monopropyl Ether 2,791
100414 Ethyl Benzene 2,231
50000 Formaldehyde 2,066
88230357 Oxohexyl Acetate 1,865
26952216 Isooctyl Alcohol 1,643
104687 2-(2-phenoxyethoxy)ethanol 1,619
80626 Methyl Methacrylate 1,590
64197 Acetic Acid 1,499
141435 Ethanolamine 1,150
115968 Tris(2-Chloroethyl)Phosphate 1,140
78831 1-Propanol, 2-Methyl- 1,124
112594 Hexyl Carbitol, N- 1,092
108941 Cyclohexanone 1,058
9003138 Poly[oxy(methyl-1,2-ethanediyl)], alpha-butyl-omega-hydroxy- 988
64742650 FisherBrand 19, Pump Oil 983
68515446 1,2-BENZENEDICARBOXYLIC ACID, DIHEPTYL ESTER, BRANCHE 951
1559360 Diethylene Glycol Mono-2-Ethyl Hexyl Ether 934
1569013 Propylene Glycol Monopropyl Ether 904
60864337 Benzyl ether of 1,1,3,3-tetramethylbutylphenoxypolyethoxy ethanol 822
112276 Triethylene Glycol 787
104767 2-Ethyl-1-Hexanol 763
108656 Propylene Glycol Monomethyl Ether Acetate 717
111422 Diethanolamine 650
112072 Butoxyethyl Acetate, 2- 617
149575 2-Ethylhexanoic Acid 577
108419325 Oxo-octyl Acetate 531
107153 Ethylenediamine 449
21-Oct-02 Data Analysis.mdb/r_ingr_lbs VOC_Sol_Wat 2.rpt Page 11 of 14



PRELIMINARY DRAFT

ARB 2001 Architectural Coating Survey - Table 8

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by weight

CAS # VOC Ingredient Name Sales Oty (Ibs)
Waterborne
111400 Diethylene Triamine 449
112572 Tetraethylenepentamine 449
107222 Glyoxal 382
98828 Cumene 360
8007452 Coal Tar 346
79243 Nitroethane 306
109897 Diethylamine 273
51730940 Dipropylene glycol phenyl ether 271
78513 Tri(butyl cellosolve) phosphate 254
1760243 n-[3-(trimethoxysilyl)propyl]-1,2-ethananediamine 251
64742959 Light Aromatic Naphtha 228
29387868 Butoxy Propanol 225
64741442 Straight-run middle distillate 196
78933 Methyl Ethyl Ketone 190
64742821 Hydrodesulfurized Heavy Naphtha 189
1569024 Propylene glycol monoethyl ether 143
68990374 Carboxylic Acid 140
90438792 Oxo-Heptyl Acetate 135
111273 Hexanol, N- 124
25322694 Polypropylene glycol 119
75650 Butyl Alcohol, Tert 99
9985 Other VOC 86
68476302 Fuel oil no. 2 84
52299204 2((hydroxymethyl)amino)-iso-butanol 72
141322 Butyl Acrylate, N- 68
1559371 Triethylene Glycol Mono-2-Ethyl Hexyl Ether 62
3710847 Diethyl Hydroxylamine 60
6846500 Propanoic acid, 2-methyl-, 2,2-dimethyl-1-(1-methylethyl)-1,3-propane 44
79107 Acrylic Acid 44
64742967 Solvent naphtha, petroleum, heavy aliph. 42
91203 Naphthalene 40
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 8

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by weight

CAS # VOC Ingredient Name Sales Oty (Ibs)
Waterborne

1095665 Morpholine Oleate 39
98000 Furfuryl mercaptan 36
88917220 Dipropylene Glycol Methyl Ether Acetate 32
75912 TERT-BUTYL HYDROPEROXIDE 31
123864 Butyl Acetate, 1- 19
31637000 Isodecyl Benzoate 19
68081845 Alkyl Glycidyl Ether 18
71432 Benzene 17
763699 Ethyl 3-ethoxypropionate 16
112801 Oleic acid 16
78966 1-Amino-2-Propanol 15
78104 Ethyl Silicate 9
108327 Propylene carbonate 9
108907 Phenyl Chloride 8
828002 Dioxin (bactericide) 7
138863 Limonene 7
9991 Proprietary VOC 7
61791126 Ethoxylated Castor Oil 6
0 Aromatics-u S
100447 Benzyl Chloride 5
64742525 Hydrotreated heavy naphthenic distillate 5
24800440 Tripropylene glycol 3
110805 Ethoxyethanol, 2- 3
112254 Ethylene Glycol Monohexyl Ether 2
70657704 2-Methoxy-1-propanol acetate 2
108383 Meta-Xylene 2
64742547 hydrotreated heavy paraffinic distillate 2
26172554 5-Chloro-2-methyl-4-isothiazolin-3-one 1
64741668 Naphtha, Petroleum 1
25103097 Isooctyl thioglycolate 1
95476 Ortho-Xylene 1
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PRELIMINARY DRAFT
ARB 2001 Architectural Coating Survey - Table 8

Summary of VOC Ingredient Sales Quantities: SB/WB sorted by weight

CAS # VOC Ingredient Name Sales Oty (Ibs)
Waterborne
8042475 Petroleum Distillates 1
1589475 2-Methoxy-1-propanol 0
58713216 Hexamethlylenetetramine Hydrochloride 0
108101 Methyl Isobutyl Ketone 0
96059 ALLYL METHACRYLATE 0
Waterborne Subtotal (Ibs/yr): 38,814,288
Subtotal (tons/yr): 19,407
Subtotal (tons/day): 53
Grand Total (Ibs/yr): 85,423,505
Grand Total (tons/yr): 42,712
Grand Total (tons/day): 117
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